
PUR MOULDING SYSTEM   (PMS)

Mixing PMS-4 by hand – 5kg package.

When PMS-4 is supplied in the 5 kg package, the proportions of the A and B compounds 
are correct for immediate mixing.  The white dehydrating solution needs to be measured at 
approx. 0.25 litre per 5kg package.

Ensure that the dehydrating solution (Purmol) is  thoroughly homogenised – it is a good 
idea to mix it with a drill mounted paint mixer.  Ensure that all of the white powdery material 
in the bottom of the can is thoroughly mixed – this is the bit that does the dehydrating

Add the homogenised Purmol to the A component (the black compound) and mix 
thoroughly.

Add the A and B components together and quickly mix thoroughly.  Quickly apply to the 
fitting.  You will have between 60 & 90 seconds, depending on the ambient temperature, to 
apply the mixed compound.
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